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LABORATORY CERTIFICATE OF ANALYSIS i

Date: 30-Dec-03

Job Mo

13031-0302287

Inventory
Clignt: SPRAGUE L.ab Reference No: 1203-1639
Vessek SHORE TK'5 COMPOSITE U-M-L Date Taken: 26-Dec-03
Terminal/Port: SPRAGUE RENSSELAER, NY Date Tested: 30-Dec-03
Sampie Designated As: #6 FUEL GIL
Drawn By, SAYBOLT INSPECTOR
Test Units Method Result
Gravity AR @ 60 Deg. F. ASTM D-12908 15.8
Fiash Potnt Deg. F. ASTM D-93B 220
Ash, Weight % ASTM D-482 0.049
Pour Point Deg. C/Deg. F ASTM D-97 -3/27
Suftur, X-Hay Weight % ASTM Da294 Q.50
Viscosity, KIN CST @ 122 7 Deg. F. ASTM D-4485 153.9
Viscosity, KIN SSF @ 122 F. Deg. F. ASTM D-445 73.4
Water & Sedirment {BS&W) Volume % ASTM D-1796 .20
Water by Distillation Volume % ASTM D-95 0.20
Sediment by Extraction Weight % ASTM D-473 0.020
Carpon Residue, Gonradson Waeight % ASTM D-188 8.5
Nitrogen Weight % ASTM D-5792 0.28M
B.T.U. Value (Gross) BTUW/LE ASTM D-240 18665
B.T.U. Vaiue (Gross) BTU/GAL ASTM D-240 144320
Asphaitenes Walght % 1P-143 1.48
Sodium, ppm SOL/DOL 6.8
Vanadium, SCL/DCL 10
SPRAGUE PROVIDES THE ATTACHED INSPECTICN REPORT/ANALYSIS
HEPRESENTING THE SPECIFICATIONS OF THE|PRODUCT AT THE SHRAGUE
ABANAL I8 TANK ONITHE DATE OF INSPECTIGN NOTED ON THE GERTIFCATE,
1S ANALYSIS IS PROVIDED TO THE CUSTOMER FOR THE PURPOSE OF
STABLISHING THE INDEPENDENTLY VERIFED PRODUCT SPECIFIGATION OR
A COMPOSITE BASIS M SPRAGUE'S TERMINAL SHORE TANK AS NOFED ON THE
ERTIFICATE. THE INSPECTION REPORT IS NOT TO BE USED FOR ANY CTHER
URPOSE, SPRAGUE IISCLAIMS ANY LIABILITY FOR THE PRODUCT JAFTER DELIVERY,
Y SPRAGUE TO CUSTOMER. SPRAGUE DISCYAIMS ANY WARRANTY OF
ERCHANTARILITY O HITHESS FOR AN INTENDED USE EXCEPT AS MAY BE SPECIFICALLY
BT FORTH I WRITING IN ANY CONTRACT OF TERMS OF SALE BETWEEN SPRAGUER
13 A BUYER OF PAOGUCT. SPRAGUE ASSUMER NO LIABILITY FOR CLAINS OR LOSSES
T MAY ARISE FROE CUSTOMER'S USE OF [THIS INSPECTION REPORT/ANALYSIS
*End of Analysis*
Pracision parameters apply in the determination of the test resulis specified above. Please also refer la
ASTM [3-3244 1 77 {B3), IP-367 and appendix £ of 1P standard methads for analysis and tesling wlih respect to the

utilization of test data to determine conformance with the relevant ASTM or 1P specilicaiions,

Hemarks:

Prosicion parameters apply in the detarmipation of the tast resufts specified above. Please also refer lo ASTM 0-3244/77(83), 1P-347 and appenix "E" of IP standard methods for analysis

andiasting waith raspect to ihe utilizaiion of tes! dala to determine canformance with the relavant ASTM of IF specifications.

Note: ASTM D1-3244 doas not apply 1o RFG Tasting
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FAST 7O THE POINT,

1. This report i isswed sutject! lo he Gengial Terms, Congilions and Lipitations published in the current applicabla Sapboff survics sehedule and price st

2. This repor is Issued for the use of our customers and suplies only information they spacifically raquasted. There may be othar refevant information
whioh hag nof haen repanted. Saybolt wili not ba rasponsible fo ihind partias far the gontants of this rapert or for any otnission thersfrom.

8. This report Is issuad saolely for ihe use of aur customer and supplies anly nformation thay specifically requested. Thers may be-oiner relevant information which fizs nat
has not been reported, Sayboll LP will not be responsible for e coniants of this report or any omission therafrom.




